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Abstract 

Optoelectrical manipulation has recently gained attention for cellular engineering; however, few material 
platforms can be used to efficiently regulate stem cell behaviors via optoelectrical stimulation. In this study, we 
developed nanoweb substrates composed of photoactive polymer poly(3-hexylthiophene) (P3HT) to 
enhance the neurogenesis of human fetal neural stem cells (hfNSCs) through photo-induced electrical 
stimulation. 
Methods: The photoactive nanoweb substrates were fabricated by self-assembled one-dimensional (1D) 
P3HT nanostructures (nanofibrils and nanorods). The hfNSCs cultured on the P3HT nanoweb substrates 
were optically stimulated with a green light (539 nm) and then differentiation of hfNSCs on the substrates 
with light stimulation was examined. The utility of the nanoweb substrates for optogenetic application was 
tested with photo-responsive hfNSCs engineered by polymer nanoparticle-mediated transfection of an 
engineered chimeric opsin variant (C1V1)-encoding gene. 
Results: The nanoweb substrates provided not only topographical stimulation for activating focal adhesion 
signaling of hfNSCs, but also generated optoelectrical stimulation via photochemical and charge-transfer 
reactions upon exposure to 539 nm wavelength light, leading to significantly enhanced neuronal 
differentiation of hfNSCs. The optoelectrically stimulated hfNSCs exhibited mature neuronal phenotypes 
with highly extended neurite formation and functional neuron-like electrophysiological features of sodium 
currents and action potentials. Optoelectrical stimulation with 539 nm light simultaneously activated both 
C1V1-modified hfNSCs and nanoweb substrates, which upregulated the expression and activation of 
voltage-gated ion channels in hfNSCs and further increased the effect of photoactive substrates on neuronal 
differentiation of hfNSCs. 
Conclusion: The photoactive nanoweb substrates developed in this study may serve as platforms for 
producing stem cell therapeutics with enhanced neurogenesis and neuromodulation via optoelectrical control 
of stem cells. 

Key words: Photoactive nanoweb substrate, Human fetal neural stem cell, Optoelectrical stimulation, Topographical 
stimulation, Neurogenesis  

Introduction 
Bioelectrical cues play an important role in the 

development, maturation, and biological functions of 
the nervous system [1, 2]. To employ the beneficial 
effects of electrical cues for stem cell neurogenesis, 

 
Ivyspring  

International Publisher 



 Theranostics 2017, Vol. 7, Issue 18 
 

 
http://www.thno.org 

4592 

several studies have developed polymer substrates 
and scaffolds functionalized with various 
electroconductive materials, thus providing cultured 
stem cells with electrical stimulation [3-6]. 
Modification of polymer substrates and scaffolds with 
electrically conducting polymers (e.g., polyaniline, 
poly(3,4-ethylenedioxythiophene), polypyrrole) and 
nanomaterials (e.g., carbon nanotube, graphene) 
dramatically enhanced the neuronal differentiation of 
stem cells, as confirmed by upregulated expression of 
neuronal markers and increased neurite formation 
and extension [3, 7-13]. Despite promising results 
from these strategies in promoting neurogenesis, 
functionalization of polymeric systems by 
incorporation of electroconductive polymers and 
nanomaterials often damages and denatures the 
polymeric substrates and scaffolds, as well as causes 
significant cytotoxicity, reducing the potential utility 
of such methods for biomedical engineering 
applications. Thus, alternative strategies to 
circumvent these problems must be established to 
develop biocompatible, electrically active polymeric 
systems capable of generating electrical cues for 
enhanced neurogenesis of stem cells. 

 Optoelectrical stimulation that converts light 
into an electrical signal can overcome the limitations 
of current strategies relying on electroconductive 
moiety modification by providing a highly 
biocompatible and effective method of producing 
electrical cues for stem cell neurogenesis [14]. 
Recently, optoelectrical signals have been examined 
for stimulating living cells and efficiently 
manipulating cellular behaviors [15]. Organic 
photovoltaics capable of converting light energy into 
electrical power, which have been successfully 
utilized as environment-friendly solar cells in energy 
fields, may provide stem cells with optoelectrical 
stimulation upon light exposure at the proper 
wavelength. Because this strategy employs 
light-induced electrical power, it can produce 
electrical cues for modulating stem cell behaviors 
without any harmful byproducts or direct damage to 
cells. Among several organic photovoltaics, 
poly(3-hexylthiophene) (P3HT) shows promise as a 
photoactive polymeric platform for stem cell 
neurogenesis. P3HT has been applied as a 
representative photoactive polymer for solar cells and 
photo-sensors in organic electronics because of its 
ability to efficiently produce electricity by absorbing 
most visible light. P3HT-based organic photovoltaics 
have also been used as wireless electrical supply units 
for tissue-engineering applications [16]. More 
recently, this platform was applied for electrical 
stimulation under illumination with near-infrared 
light to promote the differentiation and neurite 

outgrowth of PC12 cells [15]. P3HT has also shown 
excellent biocompatibility in several studies with 
primary cells. As one of such examples, 
photosensitive polymer scaffolds with incorporation 
of P3HT and epidermal growth factor significantly 
improved proliferation of skin fibroblasts and 
epidermal differentiation of stem cells under light 
stimulation [17]. P3HT-based hybrid bioorganic 
interface was also reported for photoactivation of 
primary neurons, where action potentials in neurons 
could be triggered with short pulses of visible light 
stimulation [18]. 

P3HT can be engineered to achieve better 
performance to improve the neurogenesis of stem 
cells. P3HT is easily transformed into 
one-dimensional (1D) nanostructures (nanowebs) 
such as nanofibrils (NFs) or nanorods (NRs) via 
self-assembly of polymer molecules in solution and 
the formed nanostructures can be controlled by 
regioregularity of polymer or solvent properties 
[19-21]. The nanoweb film consisting of crystalline 
P3HT-NF and P3HT-NR showed improved electrical 
and optical properties because of its extremely large 
surface area with good electrical interconnectivity 
between 1D nanostructures compared to 
two-dimensional (2D) film, thus enhancing the 
photocurrent in bulk-heterojunction and bilayer 
organic solar cells [19, 22]. Moreover, the P3HT 
nanoweb with NF and NR structures can provide 
topographical stimulation to manipulate diverse stem 
cell behaviors including adhesion, proliferation, and 
differentiation. Topographical cues have been 
reported to affect integrin clustering, focal adhesion, 
and actin remodeling, ultimately altering 
mechanosensitive signaling cascades involved in stem 
cell differentiation [23-26]. Therefore, these features of 
photoactive P3HT nanoweb can significantly 
contribute to the promotion of stem cell neurogenesis 
by simultaneously providing the stem cells with 
light-induced electrical stimulation and topographical 
stimulation. Interestingly, photoactive polymer 
photovoltaics may also be useful for optogenetics, a 
promising biological technique that uses light to 
regulate the behaviors of cells or tissues [27]. Because 
light exposure can stimulate both modified cells to 
overexpress light-sensitive ion channels and polymer 
photovoltaics simultaneously, optoelectrical 
stimulation can be synergistically increased, thus 
enhancing highly mature neuronal phenotypic 
differentiation and functional maturation of 
optogenetically modified stem cells on the P3HT 
nanoweb. 

 In this study, we developed optoelectrical P3HT 
nanoweb platforms to promote the neurogenesis of 
human fetal neural stem cells (hfNSCs). Optoelectrical 
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stimulation of hfNSCs grown on a photoactive P3HT 
nanoweb with NF or NR structures not only induced 
activation of focal adhesion signaling, but also 
facilitated neuronal differentiation and 
electrophysiological maturation of hfNSCs. hfNSCs 
on bare glass or planar P3HT substrates did not 
exhibit such improvements in neurogenesis. 
Interestingly, optoelectrical stimulation of 
optogenetically modified hfNSCs on the P3HT 
nanoweb substrates further promoted hfNSC 
neurogenesis by upregulating the expression and 
activation of ion channels, suggesting the novel 
concept of single external stimuli-mediated 
simultaneous activation of multiple components (e.g., 
photo-responsive cells and photoactive polymer 
substrates) in neural tissue engineering. Our study 
suggests the utility of optoelectrical polymer 
nanostructured substrates to produce neuronal cells 
exhibiting functionally matured neuronal phenotypes 
from human stem cells. In addition, our system may 
be a key technology for the development of 
photo-responsive wireless and implantable 
bioelectronics for promoting neurogenesis. 

Materials and Methods 
Fabrication and Characterization of 
Poly(3-hexylthiophene) (P3HT) Nanoweb 
Substrates 

The P3HT substrates were prepared as reported 
previously [22]. Briefly, nanofibril (NF) or nanorod 
(NR) of P3HT purchased from Reike Metal Inc. 
(Lincoln, NE, USA) (regioregularity ~95%, ~98% and 
Mw = 50,000) was formed by a cycle of cooling (-20°C) 
and heating (room temperature) in P3HT solution 
(0.25 wt%, m-xylene). The P3HT solution was 
spin-coated onto the glass substrate. The P3HT film 
(30 nm in thickness) was then dried at 100°C for 10 
min in a glove box. For surface characterization, the 
topography of the fabricated P3HT nanoweb 
substrates was observed by scanning electron 
microscopy (SEM; FEI Sirion SEM, Hillsboro, OR, 
USA) [28]. Optical analyses were performed by 
UV-vis spectroscopy (V-570, Jasco Inc., Easton, MD, 
USA) and photoluminescence spectroscopy (LS55, 
Perkin Elmer Inc., Waltham, MA, USA). The 
photovoltaic devices (I–V characteristic) were 
characterized using a Keithley 236 source meter 
(Keithley Instruments, Cleveland, OH, USA) under a 
green light-emitting diode (LED) light. 

Human Fetal Neural Stem Cell (hfNSC) 
Culture 

The expansion of hfNSCs in a self-renewal state 
was carried out according to our previous study [23]. 

The P3HT substrates were coated with fibronectin 
(FN) by a simple dip-coating method in a 10 μg/mL 
FN solution (Sigma, St. Louis, MO, USA) for 2 h. For 
spontaneous differentiation, hfNSCs dissociated from 
the neurospheres were seeded onto the P3HT 
substrates at a seeding density of 4.5 × 104 cells/cm2 
and maintained under Dulbecco’s Modified Eagle 
Medium: Nutrient Mixture F-12 (Gibco, Grand Island, 
NY, USA) medium without mitogenic factors 
(fibroblast growth factor (bFGF) and leukemia 
inhibitory factor (LIF), Sigma) according to our 
previous protocol [29]. 

Optoelectrical Stimulation 
Starting one day after hfNSC seeding onto P3HT 

substrates, the cells were optically stimulated with a 
green light (539 nm) using a LED (maximum current: 
20 mA, maximum voltage: 3.4 V). Pulsed 
optoelectrical stimulation (pulse duration 1 s, 1 Hz, 30 
min twice per day) was applied to hfNSCs on the 
P3HT substrates to produce optimal electrical 
parameters for neuronal cell culture and 
differentiation [15]. The light intensity of the green 
LED was 7 mW/cm2. The position of the LED was 
fixed above the well plate containing P3HT substrate 
in each well and the distance between the P3HT 
substrate and the LED was set to be 2.5 cm. After 7 
days in culture, the expression of neuronal markers 
(Neuronal class III β-tubulin (Tuj1) and 
Microtubule-associated protein 2 (MAP2)) and ion 
channels (voltage-gated sodium channel alpha 
subunit 1 (SCN1α) and L type, calcium channel alpha 
1C subunit (CACNA1C)) in hfNSCs was quantified by 
quantitative real-time polymerase chain reaction 
(qPCR) analysis. 

Live/Dead Staining 
After 2 days of culture, the viability of hfNSCs 

was examined by staining the cells with the 
Live/Dead assay kit (Invitrogen, Carlsbad, CA, USA) 
according to our previously described protocol [30]. 
The cells were exposed to green light the next day 
after cell seeding and the viability test was performed 
one day later. The cells on glass substrates without 
light exposure served as a control group. 

Immunocytochemistry 
Immunocytochemical staining was conducted 

according to our previously described protocol [31]. 
The following primary antibodies were used for 
staining: mouse monoclonal anti-Tuj1 (1:100; 
Millipore, Billerica, MA, USA), rabbit polyclonal 
anti-MAP2 (1:200; Santa Cruz Biotechnology, Santa 
Cruz, CA, USA), rabbit polyclonal anti-glial fibrillary 
acidic protein (GFAP) (1:200; Millipore), mouse 
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monoclonal anti-glutamic acid decarboxylase 
(GAD67) (1:200; Abcam, Cambridge, UK), rabbit 
polyclonal anti-glutamate transporter (GluT) (1:200; 
Abcam), and rabbit polyclonal anti-neurofilament 200 
(NF200) (1:200; Sigma). The following secondary 
antibodies were used: Alexa Fluor-488 goat 
anti-mouse IgG (1:500) and Alexa Fluor-488 donkey 
anti-rabbit IgG (1:500) (Invitrogen). Cell nuclei were 
counterstained with 4′,6-diamidino-2-phenylindole 
(DAPI, Sigma). The fluorescently stained signals were 
detected under a confocal microscope (LSM 700, Carl 
Zeiss, Jena, Germany). Neurite formation and cell 
body length were quantified from Tuj1- or 
MAP2-stained cell images as described in our 
previous study [24]. Focal adhesion staining 
(vinculin) was performed using the FAK100 kit 
(Millipore). 

Gene Expression Analysis 
qPCR analysis was performed according to our 

previously described protocol [32]. TaqMan Gene 
Expression Assays (Applied Biosystems, Foster City, 
CA, USA) were used to measure the gene expression 
in hfNSCs on the substrates for each target Tuj1: 
Hs00801390_s1, MAP2: Hs00258900_m1, SCN1α: 
Hs00374696_m1, CACNA1C: Hs00167681_m1, Focal 
adhesion kinase (FAK): Hs01056457_m1, vinculin: 
Hs00419715_m1, and glyceraldehyde 3-phosphate 
dehydrogenase (GAPDH): Hs02758991_g1). The gene 
expression level in each group was determined by 
using the comparative Ct method and the expression 
of each target gene was normalized to that of an 
endogenous reference transcript (GAPDH) [33]. 

Western Blotting 
Western blotting analysis was performed as 

described in our previous study [24]. The following 
primary antibodies were used: rabbit polyclonal 
anti-FAK (pY397, 1:1000; Invitrogen) and rabbit 
polyclonal anti-β-actin (1:2000; Cell Signaling 
Technology, Beverly, MA, USA). Target protein 
signals were detected with a Clarity Western ECL 
Substrate (Bio-Rad, Hercules, CA, USA) according to 
the manufacturer’s instructions. 

Electrophysiology 
Electrophysiological analysis was performed 

using the protocol described in our previous study 
[24]. Whole cell patch-clamping for measuring action 
potential and ion channel current of hfNSCs 
differentiated on the substrates was performed after 7 
days of culture. The cells were treated with 
tetrodotoxin (TTX) (0.5 µM) (Sigma) for 5 min to 
identify whether the currents and spikes were specific 
to the sodium channel. 

Calcium Imaging 
For calcium influx imaging, after 7 days of 

culture, hfNSCs on the P3HT-NF were stained with 
Fluo-4 AM dye (Invitrogen) before optoelectrical 
stimulation. Time-lapse changes in calcium influx 
levels in live hfNSCs were imaged using a confocal 
microscope (LSM 700, Carl Zeiss) under optoelectrical 
stimulation (1 Hz). 

Transfection 
For optogenetic modification of hfNSCs, the cells 

were transfected with the Chlamydomonas reinhardtii 
Channelrhodopsin-1 (ChR-1) and Volvox carteri 
ChR-1 (C1V1) E122T/E162T (ET-ET)/enhanced 
yellow fluorescent protein (EYFP) (C1V1 
ET-ET/EYFP) plasmids (1 µg per 105 cells, Vector 
Core Facility, University of North Carolina Chapel 
Hill, Chapel Hill, NC, USA) by electroporation at 1200 
V and 20 ms width (Neon, Invitrogen). The 
transfected hfNSCs were seeded onto FN-coated 
P3HT substrates. After 2 days, hfNSCs were 
transfected once more with the plasmids (5 µg per 105 
cells) by using previously optimized conditions with 
C32-122 poly(β-amino ester) (PBAE) nanoparticles 
[34]. 

Statistical Analysis 
Statistical analyses were conducted with an 

unpaired Student’s t test using Sigma-Plot software 
(Systat Software Inc., Chicago, IL, USA) as previously 
described [35]. The values of p < 0.01 or 0.05 were 
considered statistically significant. 

Results and Discussion 
Fabrication and Characterization of P3HT 
Substrates 

In this study, photoactive nanoweb P3HT 
substrates were fabricated to generate optoelectrical 
stimulation for enhanced neurogenesis of hfNSCs. 
Fig. 1 shows the schematic illustration of the process 
used to prepare the P3HT nanoweb films with NFs or 
NRs. Self-assembled P3HT-NR and P3HT-NF were 
formed with different regioregularities of P3HT 
through a cycle of cooling and healing processes in 
solution [19, 20]. P3HT with higher regioregularity 
formed into relatively shorter length and larger 
diameter 1D nanostructures than P3HT with lower 
regioregularity because of the relatively high rigidity 
of the conjugated polymer backbone (Fig. 1) [20]. SEM 
analysis showed the surfaces of planar P3HT and 
nanoweb P3HT films with NFs or NRs (Fig. 2A). All 
films were spin-coated with different P3HT solutions 
on glass substrates. The planar P3HT film had a 
smooth surface, while the P3HT nanoweb films 
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showed NF or NR structures on the surfaces (Fig. 2A). 
The NF had a ~15 nm diameter and was over 1 μm in 
length. The NR had a larger diameter (~25 nm) and 
shorter length (~500 nm) than the NF. The NF web 
showed a better continuous NF network, while the 
NR web had a higher packing density of NR [20]. The 
water contact angles of the planar P3HT, P3HT-NF, 
and P3HT-NR surfaces were 99.7° ± 1.0°, 96.0° ± 1.5°, 
and 91.4° ± 3.3°, respectively (Fig. 2B). A FN coating 
was applied to facilitate hfNSC adhesion, which 
rendered the surfaces more hydrophilic, as indicated 
by a significant decrease in the water contact angle 
(38.3° ± 3.3°, 32.4° ± 4.4°, and 36.7° ± 6.1°) (Fig. 2B). 
This level of hydrophilicity is generally suitable for 
facilitating cellular adhesion [36]. The water contact 
angle measurement assay also revealed similar 
surface properties of the planar P3HT film (P3HT) 
and two P3HT nanoweb substrates (P3HT-NF, 
P3HT-NR). The water contact angles of the bare glass 
and FN-coated glass surfaces were 12.1° ± 1.4° and 
31.0° ± 3.3°, respectively (Fig. 2B). 

P3HT nanoweb substrates possess optical 
properties to efficiently provide the hfNSCs with 
electrical cues via light-induced excitation. The P3HT 
absorbs most visible light (400–650 nm) with a main 
absorption peak at ~550 nm, as shown in Fig. 2C, 
which corresponds to the light wavelength of a green 
LED (Fig. 2D). The degree of electron transfer from 
P3HT to the electron acceptor depends on the 

interface area between the electron donor (P3HT) and 
acceptor (stem cells), as the exciton generated by light 
in P3HT is separated by the interface of the electron 
donor and acceptor [22]. Thus, photoluminescence 
(PL) emission of P3HT films with hfNSCs on their 
surfaces was measured to evaluate electron charge 
transfer into hfNSCs as electron acceptors, which 
leads to PL quenching. Fig. 2E shows the PL emission 
intensity of various types of P3HT layers (30 nm in 
thickness). The PL emission of planar P3HT films 
under hfNSCs was quenched to 25.4% and PL 
emission of the NR and NF-based nanoweb P3HT 
films was further quenched to 37.7% and 55.6%, 
respectively (Fig. 2E), indicating that the nanoweb 
P3HT films, particularly that with NF structures, had 
a larger surface area and more favorable surface 
morphology for efficiently transferring electrons to 
the electron acceptor (hfNSCs) than the planar 
surface. This advantage of nanoweb P3HT film was 
further verified with an organic solar cell composed of 
a bi-layer of an electron donor and acceptor. The 
current-voltage curves and photovoltaic parameters 
of the bilayer organic solar cells are shown in Fig. 2F 
and G. Phenyl-C61-butyric acid methyl ester (PCBM) 
was applied as a representative electron acceptor in 
the organic solar cell to evaluate the generation of 
photocurrent depending on the surface morphology 
of P3HT film. Upon light exposure, the solar cell with 
the nanoweb P3HT/PCBM bi-layer showed greater 

short-circuit current 
(Jsc), which represents 
a greater photocurrent 
and higher power con-
version efficiency than 
the solar cell with the 
planar P3HT/PCBM 
bi-layer (Fig. 2F and 
G), indicating more 
efficient generation of 
free charge carriers on 
the larger surface area 
of the P3HT nanoweb 
with a continuous 
network. Wu et al. 
reported that the up-
conversion (UC) effe-
cts of UC nanocrystals 
noticeably enhanced 
the photocurrent and 
the efficiency of the 
organic photovoltaic 
devices under illum-
ination by monochr-
omatic light (980 nm) 
[37]. 

 

 
Figure 1. Schematic illustration of fabrication and application of photoelectrical poly(3-hexylthiophene) (P3HT) nanoweb 
substrates for enhancing neuronal differentiation of human fetal neural stem cells (hfNSCs). 
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Figure 2. Surface characterization of photoactive nanoweb P3HT substrates. (A) SEM images of P3HT nanoweb substrates with nanofibril (NF) or 
nanorod (NR), scale bar = 300 nm. (B) Measurement of water contact angle of planar P3HT (P3HT), P3HT nanoweb (P3HT-NF, P3HT-NR), fibronectin (FN)-coated 
planar P3HT (FN-P3HT), and FN-coated P3HT nanoweb (FN-P3HT-NF, FN-P3HT-NR). (C) UV-vis absorbance spectra of planar and nanoweb (NF or NR) P3HT 
films. (D) Electroluminescence spectra of green light-emitting diode (LED). (E) Photoluminescence spectra of single P3HT layer (30 nm) and hfNSC/P3HT (30 nm) 
bi-layer. (F, G) Photovoltaic property of bi-layer (P3HT/PCBM) organic solar cell. (F) I-V curves of organic solar cells composed of various P3HT layers (planar, 
nanorod, and nanofibril) under green LED light (539 nm). (G) Photovoltaic characteristics calculated from I-V curves. Device structure: 
ITO/poly(3,4-ethylenedioxythiophene (PEDOT):PSS (40 nm)/P3HT (30 nm)/PCBM (30 nm)/LiF (1 nm):Al (100 nm). 

 

Enhanced Focal Adhesion Development of 
hfNSCs by P3HT Nanoweb 

The fabricated P3HT nanoweb can provide 
topographical cues for enhancing the neuronal 
differentiation of hfNSCs. First, we evaluated the 
biocompatibility of the P3HT substrates. A live/dead 
staining assay after 2 days in culture showed highly 
viable hfNSCs on the P3HT-NF substrates (Fig. S1). 
The hfNSCs remained viable on the P3HT-NF 
substrates following optoelectrical stimulation at 539 
nm (Fig. S1A). Quantification data of cell viability 
from live/dead-stained images clearly indicated that 
the viability of hfNSCs on P3TH-NF substrates was 
around 90%, similar level to that on glass substrates, 

irrespective of light stimulation (Fig. S1B). Based on 
this result, we could confirm the biosafety of 
semiconductive P3HT polymer. To evaluate the 
structural and topographical effects of the P3HT 
nanoweb on cellular behaviors, we examined whether 
P3HT substrates with nanoweb structures could 
expedite focal adhesion development in hfNSCs. It 
has been demonstrated that topographical cues can 
regulate diverse cellular behaviors including survival, 
proliferation, differentiation, and migration [38-43] by 
modulating focal adhesion and subsequent 
mechanosensitive signaling cascades [23, 24, 44]. 
Therefore, topographical features with specific 
shapes, scales, and dimensions have been applied to 
regulate stem cell differentiation [23-26]. In this study, 
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we found that the P3HT with NF structure (P3HT-NF) 
was more effective for facilitating focal adhesion 
development in hfNSCs likely by providing more 
focal adhesion points than glass, planar P3HT (P3HT), 
or P3HT with an NR structure (P3HT-NR), as 
indicated by the greatest increase in expression of the 
focal adhesion protein vinculin (Fig. 3A). SEM 
observation of hfNSCs on the substrates also 
indicated that the P3HT nanoweb substrates with NF 
provided a larger number of adhesion sites for focal 
adhesion development than other substrates (Fig. 3B). 
qPCR assay also supported this result by showing that 
the gene expression of vinculin and FAK was highest 
in hfNSCs cultured on P3HT-NF substrates compared 
to in cells cultured on other substrates (Fig. 3C). The 
structural features of the P3HT-NF nanoweb, which 
has a continuous network of NF structures with 
greater length and shorter diameter than P3HT-NR, 
may be more advantageous for developing focal 
adhesion in hfNSCs. 
The P3HT substrates with NF nanotopography 
activate the FAK pathway to promote stem cell 
differentiation. The culture of hfNSCs on P3HT-NF 
substrates substantially increased the 
phosphorylation of FAK at Y397 compared to hfNSCs 
cultured on other substrates such as glass, planar 
P3HT, and P3HT-NR substrates, as confirmed by 
western blotting analysis (Fig. 3D). It is known that 
FAK autophosphorylation at Y397 is induced by 
integrin clustering and actomyosin contractile tension 
[45]. Enhanced integrin clustering by 
nanotopographies can facilitate FAK recruitment and 
trigger FAK autophosphorylation at Y397, which is 
required for full activation of FAK [29, 46]. FAK 
signaling activation affects the maturation of focal 
adhesion and ultimately controls stem cell 
differentiation [47, 48]. In our previous study, we 
confirmed that enhanced integrin clustering and 
cytoskeletal alignment by topographical cues facilitate 
FAK recruitment to adhesion sites and 
phosphorylation of FAK (Y397), contributing to focal 
adhesion development and neuronal differentiation of 
hfNSCs [23, 24, 29]. Similarly, our current data show 
that the topography of P3HT-NF facilitates focal 
adhesion development and activates FAK-associated 
signaling pathways in hfNSCs, eventually promoting 
hfNSC neurogenesis. 

Enhancement of Neuronal Differentiation and 
Functional Maturation of hfNSCs on P3HT 
Nanoweb Substrates with Optoelectrical 
Stimulation 

Next, we investigated whether optoelectrical 
stimulation of the P3HT nanoweb substrates could 
enhance the neuronal differentiation of hfNSCs. 

Although numerous studies have examined the 
interactions of neural stem cell (NSC) differentiation 
and nanomaterials, few studies have evaluated the 
biological effects of photoelectrical stimulation on 
NSC differentiation. Akhavan et al. showed that 
reduced graphene oxide (rGO)–titanium oxide (TiO2) 
heterojunction substrates with flash 
photo-stimulation enhanced the differentiation of 
NSCs into the neuronal lineage [49]. They 
demonstrated that neuronal differentiation of NSCs 
was promoted by electron injection from the 
photo-excited TiO2 into cells on the rGO through Ti-C 
and Ti-O-C bonds. However, because the substrates 
composed of a mixture of TiO2 and rGO used in this 
previous study did not provide specific topographies 
on the surface, topographical effects cannot be 
expected for NSC differentiation. In our study, to 
induce the spontaneous differentiation of hfNSCs, 
cells on the P3HT substrates with nanoweb structures 
were maintained under culture conditions without 
mitogenic factors, bFGF and LIF. Next, green light 
(539 nm) generated by an LED lamp was applied to 
the P3HT substrates to provide pulsed optoelectrical 
stimulation to the hfNSCs (1 Hz, 30 min twice per 
day). We adapted this protocol for pulsed 
optoelectrical stimulation because our P3HT 
substrates with this stimulation protocol produced 
photovoltaic parameters (P3HT planar; open-circuit 
voltage (Voc) of 0.45 V, short-circuit current (Jsc) of 
-0.15 mA/cm2, and fill factor (FF) of 0.34 in Fig. 2F and 
G), similar to the values previously confirmed to be 
appropriate for neural cell culture and differentiation 
(Voc of 0.42 V, Jsc of 0.17 mA/cm2, and FF of 0.32) [15]. 
In our previous study reporting the development of a 
novel electrical stimulation platform to accelerate 
direct neuronal conversion and neuronal maturation 
[34], we optimized electrical stimulation parameters 
and identified the particular values that do not affect 
cell viability but significantly increase neuronal 
transdifferentiation. Actually, photoactivity of P3HT 
in aqueous solution has already been verified to be 
similar to its solid state, allowing for diverse 
applications as a photocatalyst in aqueous solution 
[50-52]. Although a comprehensive study would be 
required for further characterization of P3HT 
photovoltaic devices in cell culture medium, P3HT 
could be a highly effective photoreactive polymeric 
materials for organic bioelectronics to enhance stem 
cell neurogenesis in hfNSC culture system. After 7 
days of culture, immunocytochemical analysis was 
performed to determine the expression of neuronal 
markers, Tuj1, MAP2, and NF200, in hfNSCs grown 
on each substrate. 

P3HT-NF substrate with pulsed optoelectrical 
stimulation using 539 nm green light significantly 
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promoted the neuronal differentiation of hfNSCs 
compared with other substrates (glass, planar P3HT, 
and P3HT-NR), as indicated by the larger number of 
Tuj1- and MAP2-positive cells and more extensive 
NF200-positive neurite outgrowth (Fig. 4A and Fig. 
S2). Neurite formation and the length of neurite 
outgrowth were quantified using Tuj1-stained images 
because neurite formation is important for 
communication between neurons and formation of 
the intricate circuitry of the entire nervous system 
[53]. Neurite formation and outgrowth were more 
extensive in the P3HT-NF group than in the other 
groups, and optoelectrical stimulation of P3HT-NF 
further promoted neurite formation and outgrowth 
from hfNSCs (Fig. 4B). Yu-sheng et al. also 
demonstrated that the system with organic 
photovoltaics and a bioelectronics interface provided 
direct electrical stimulation using optical sources for 
promoting neurite formation and manipulating the 
polarity of neuronal cells [15]. Hsiao et al. 
demonstrated multifunctional organic bioelectronics 
for manipulating human mesenchymal stem cell 
(hMSC) differentiation [54]. In these organic 

bioelectronics, rGO material was applied as an 
adhesive coating to promote adhesion and alignment 
of hMSCs and dexamethasone-loaded poly(3,4- 
ethylenedioxythiophene) (PEDOT) microelectrode 
array served as an electroactive drug-releasing 
electrode to enhance osteogenic differentiation of 
hMSCs under electrical stimulation. qPCR analysis 
performed at days 4 and 7 in hfNSC culture revealed 
that gene expression of the neuronal markers Tuj1 and 
MAP2 was upregulated in hfNSCs grown on 
P3HT-NF substrates (Fig. 4C and D). The gene 
expression of Tuj1 and MAP2 was further increased in 
hfNSCs on P3HT-NF substrates when activated with 
optoelectrical stimulation by 539 nm light (Fig. 4C and 
D). These results indicate that the combined effect of 
topographical and optoelectrical stimulations of P3HT 
substrates with NF structures can dramatically 
promote neuronal differentiation of hfNSCs. This may 
be because NF structures on P3HT can induce the 
most efficient photo-induced electron transfer (Fig. 
2E–G) and provide the greatest number of focal 
adhesion points (Fig. 3) compared to planar or NR 
structures. 

 

 
Figure 3. Focal adhesion development of hfNSCs on P3HT substrates after 4 days in culture. (A) Staining of focal adhesion protein vinculin (green) in 
hfNSCs on glass, planar P3HT, P3HT-NF, and P3HT-NR substrates, scale bar = 50 μm. (B) SEM images of hfNSCs on each substrate (top rows), scale bar = 10 μm. 
High magnification images of hfNSCs on each substrate (bottom rows), scale bar = 1 μm. (C) qPCR analysis to examine the gene expression of focal adhesion proteins 
(vinculin and FAK) in hfNSCs grown on each substrate (n = 3, *; p < 0.05, **; p < 0.01, compared to glass group, #; p < 0.05, ##; p < 0.01, compared to P3HT group, 
++; p < 0.01, compared to P3HT-NR group). (D) Western blot analysis of phosphorylated FAK [pFAK (Y397)] expression in hfNSCs grown on each substrate. β-actin 
was used as a loading control for comparison of pFAK (Y397) protein expression. 
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Figure 4. Differentiation of hfNSCs on P3HT substrates after 7 days in culture. (A) Immunofluorescence staining for neuronal markers (Tuj1 and MAP2) 
of hfNSCs differentiated on each substrate with or without 539 nm light stimulation, scale bar = 50 μm. (B) Quantification of neurite formation (n = 4) and the length 
of neurite outgrowth (n = 30–50) in the Tuj1-stained images (*; p < 0.05, **; p < 0.01, compared to glass without light, #; p < 0.05, ##; p < 0.01, compared to glass 
with light, +; p < 0.05, ++; p < 0.01, compared to each substrate without light). (C, D) qPCR analysis to measure the gene expression of Tuj1 and MAP2 in hfNSCs 
grown on each substrate after 4 and 7 days of culture (*; p < 0.05, **; p < 0.01, compared to glass without light, #; p < 0.05, ##; p < 0.01, compared to glass with light, 
+; p < 0.05, compared to each substrate without light). 

 
To examine the differentiation propensity of 

hfNSCs into neuronal and astrocytic lineage cells by 
electrical stimulation, immunofluorescent staining for 
neuronal marker (Tuj1) and astrocyte marker (GFAP) 
was performed and quantification data of the 
population of Tuj1- or GFAP-positive cells in each 
group was shown in Fig. S3. When light stimulation 

was applied to hfNSCs in all groups, the population 
of Tuj1-positive cells to total cells (DAPI-positive 
cells) was the highest in the P3HT-NF group (53.8% ± 
4.0%), compared to other groups (glass group; 40.5% ± 
5.4%, P3HT group; 48.5% ± 4.0%, P3HT-NR group; 
50.0% ± 3.2%). On the other hand, the population of 
GFAP-positive cells was the lowest in the P3HT-NF 
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group (33.2% ± 2.6%) compared to other groups (glass 
group; 39.4% ± 2.4%, P3HT group; 36.4% ± 1.9%, 
P3HT-NR group; 35.0% ± 2.0%). These data 
demonstrate that optoelectrical stimulation of hfNSCs 
on P3HT substrates enhanced neuronal differentiation 
of the stem cells but did not promote glial lineage 
differentiation. To check neuronal subtypes of 
differentiated hfNSCs, we have also conducted 
immunofluorescent staining for GluT and GAD, and 
quantified the percentage of GluT- or GAD- positive 
cells in total cell population (Fig. S4). It was confirmed 
that the culture of hfNSCs on the P3HT-NF with 
optoelectrical stimulation facilitates hfNSC 
differentiation to inhibitory neuronal lineage (e.g., 
GABAergic neuron; GAD-positive cells) rather than to 
excitatory neuronal lineage (e.g., glutamatergic 
neuron; GluT-positive cells). 

The efficacy of hfNSC neurogenesis was also 
compared between our photoelectrical stimulation 
method (P3HT-NF substrate) and conventional 
culture (glass substrate) or chemical induction 
method (glass substrate with nerve growth factor 
(NGF) supplementation). Immunofluorescent staining 
for MAP2 in three groups after 7 days of culture and 
quantification of the body length of MAP2-positive 
cells are shown in Fig. S5. The MAP2-positive cell 
body was longer in the P3HT-NF group with 
photoelectrical stimulation (187.4 μm ± 50.8 μm) than 
in other groups (glass group; 131.6 μm ± 47.2 μm, 
glass + NGF group; 173.4 μm ± 30.2 μm), but there 
was no statistical significance (p > 0.05) between 
P3HT-NF group and chemical induction group (glass 
+ NGF). A qPCR result for MAP2 in hfNSCs in each 
group 7 days after culture showed that the expression 
of MAP2 was significantly enhanced (p < 0.05) in 
hfNSCs cultured on P3HT-NF substrate, compared to 
the cells on glass substrate (Fig. S5C). However, there 
was no significant difference (p > 0.05) in the gene 
expression of MAP2 in hfNSCs between P3HT-NF 
with photoelectrical stimulation group and chemical 
induction group (glass + NGF). Our results may 
indicate that optoelectrical stimulation of organic 
photovoltaics could remarkably increase 
neurogenesis of hfNSCs compared with the culture 
using conventional substrates, but the level of 
increment was similar to that of chemical induction. 

hfNSCs differentiated on the P3HT-NF nanoweb 
with optoelectrical stimulation exhibited functional 
neuron-like electrophysiological features. Recently, it 
was demonstrated that photoelectrical stimulation of 
a P3HT-based photovoltaic blend increased the action 
potentials in hippocampal neurons [18, 55]. Thus, we 
examined the electrophysiological properties of 
hfNSCs differentiated on P3HT-NF substrates by 

patch-clamping analysis. After 1 week of hfNSC 
culture on P3HT-NF with optoelectrical stimulation (1 
Hz, 30 min twice per day), we observed the 
population of cells exhibiting voltage-dependent ionic 
current and action potentials (Fig. 5A and B). When 
the sodium channel antagonist TTX was used to treat 
the cells for 5 min, the action potential and sodium 
current completely disappeared, suggesting that the 
currents and spikes in hfNSCs on the P3HT-NF subst-
rates were mainly mediated by sodium channels. 
Depolarization of hfNSCs on the P3HT- 
NF substrates by optoelectrical stimulation was also 
determined by examining the intracellular changes in 
calcium ion levels of hfNSCs upon light exposure for 
optoelectrical stimulation. When hfNSCs receiving 
optoelectrical stimulation for 7 days were treated with 
a Fluo-4 AM (Ca2+-sensitive indicator) and then 
exposed to light stimulation, intracellular Ca2+ levels 
were increased in differentiated hfNSCs (Fig. S6), 
indicating ion channel activation and subsequent 
depolarization of hfNSCs. Overall, our data suggest 
that optoelectrical stimulation of photoactive P3HT 
substrates with nanotopographical NF structures 
significantly improved neuronal differentiation and 
functional maturation of human stem cells. 

Although it is quite clear that optoelectrical 
stimulation of P3HT nanoweb could improve 
neurogenesis in human stem cells, we need to 
consider further studies related to maturation and 
other cellular behaviors. Actually, highly matured 
neurons exhibit repetitive firing and multiple peaks in 
electrophysiological evaluation [56, 57]. In this 
respect, the differentiated cells from hfNSCs on 
P3HT-NF substrates by light stimulation may not be 
fully matured since the cells showed only a single 
spike of action potential after depolarization (Fig. 5B). 
Our system based on P3HT nanostructured substrates 
with optoelectrical stimulation significantly improved 
neuronal differentiation of hfNSCs, but further 
studies would be required to facilitate functional 
maturation of differentiated cells similar to 
electrophysiological activity of mature neurons. 
Unlike conventional transfection methods to improve 
stem cell differentiation by transfecting specific genes 
to upregulate or silence targets, our approach based 
on optoelectrical stimulation of photoactive polymer 
materials is rather nonspecific since it is not clearly 
defined yet which factors are specifically regulated for 
stem cell differentiation by electrical stimulation. 
Therefore, further comprehensive experiments should 
be conducted to check whether other cellular 
behaviors and functions could be affected by 
optoelectrical stimulation. 
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Figure 5. Electrophysiological evaluation of hfNSCs differentiated on P3HT-NF with optoelectrical stimulation for 7 days. Electrophysiological 
analysis using whole cell patch clamping was conducted to record sodium channel (A) currents and (B) action potential from differentiated hfNSCs on P3HT-NF with 
539 nm light stimulation. The currents and action potential spikes disappeared after TTX treatment (sodium channel blocker). 

 
One of the major limitations of the 

photo-induced electrical stimulation for in vivo 
applications is the intervention of light stimulation 
due to light absorption by tissue. Especially, it has 
been known that the light with 539 nm wavelength 
cannot penetrate deep into tissue due to significant 
light adsorption [58, 59]. Therefore, our strategy based 
on organic photovoltaics may provide implantable 
devices applicable for photoactivation and 
optogenetic manipulation in the tissues or organs 
accessible to external light stimuli. On the other hand, 
organic photovoltaic devices could be applied as 
culture platforms to produce functional, therapeutic 
cells exhibiting enhanced neurogenesis for the 
treatment of neurodegenerative diseases and 
neuronal disorders. 

Optogenetic Modulation of hfNSC 
Neurogenesis on the P3HT Nanoweb 

Finally, we investigated the utility of P3HT 
nanoweb substrates for optogenetic manipulation of 
hfNSC differentiation. Optogenetic approaches have 
been used to efficiently regulate the behaviors and 
functions of cells or tissues by using light-induced 
stimulation, particularly for neurons [27]. Thus, we 
hypothesized that our photoactive P3HT nanoweb 
responding to light exposure could be applied with 
optogenetic engineering of stem cells allowing for the 
simple manipulation of hfNSC differentiation by 
optical activation. ChR, a light-activatable ion 
channel, is one of the most important tools in 

optogenetics for regulating neural activity via optical 
stimulation [27, 60]. Because P3HT substrates are 
stimulated by green light at 539 nm, we used 
color-tuned high efficiency ChRs based on chimeras 
of Chlamydomonas reinhardtii ChR-1 and Volvox carteri 
ChR-1 (C1V1), which can be activated by the same 
light source at 539 nm (Fig. 6A), for optogenetic 
manipulation of hfNSCs [60-63]. The engineered 
chimeric opsin variant, which contained 
point-mutated glutamic acid (E) to threonine (T) at 
122 and 162 (C1V1 E122T/E162T; C1V1 ET-ET), was 
used to optically activate hfNSCs by light exposure at 
539 nm [63]. To optogenetically modify hfNSCs, the 
cells were transfected with a C1V1 ET-ET-encoding 
plasmid through electroporation and then seeded 
onto FN-coated P3HT substrates under spontaneous 
differentiation medium condition without mitogens 
(bFGF and LIF). Two days after seeding, the hfNSCs 
were transfected again with the C1V1 ET-ET plasmids 
by using PBAE nanoparticles. Confocal microscopic 
observation confirmed successful transfection of the 
C1V1 plasmid with our protocol by detecting high 
expression of EYFP, which was inserted as a reporter 
in the plasmid construct, in the hfNSCs (Fig. 6B). 

 Optical manipulation of neuronal differentiation 
of hfNSCs was achieved with photoactive P3HT 
nanoweb substrates and optogenetically-engineered 
stem cells. The C1V1 ET-ET-transfected hfNSCs on 
the P3HT-NF substrates were cultured with pulsed 
optical stimulation by 539 nm LED light for 7 days (1 
Hz, 30 min twice per day). qPCR analysis to 
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investigate the differentiation profiles of hfNSCs after 
7 days in culture revealed that the C1V1 
ET-ET-transfected hfNSCs on P3HT-NF stimulated 
with 539 nm light showed the most increased 
expression of neuronal markers (Tuj1 and MAP2) 
because of simultaneous optical stimulation of 
light-sensitive channel-expressing cells and 
photoactive substrates (Fig. 6C). Interestingly, the 
expression of Tuj1 and MAP2 was significantly 
upregulated in C1V1 ET-ET-transfected hfNSCs, even 
on glass in the presence of 539 nm light (Fig. 6C). 

We determined the potential mechanisms of 
enhanced neurogenesis of C1V1 ET-ET-transfected 

hfNSCs on photoactive P3HT nanoweb substrates by 
light stimulation. Previous studies reported that 
activation of C1V1 ET-ET by optical stimulation 
contributes to membrane depolarization and action 
potential generation in neurons with high levels of 
ChR expression [64, 65]. Membrane depolarization 
has been confirmed to play an important role in NSC 
differentiation and maturation [66-68]. Stroh et al. 
showed that when membrane depolarization in 
ChR-2 transfected embryonic stem cells was activated 
by optical stimulation, the stem cells tended to 
differentiate into functionally mature neurons 
exhibiting voltage-gated sodium currents, action 

potentials, fast excitatory 
synaptic transmission, and 
expression of mature 
neuronal proteins and 
neuronal morphology [66]. 
Thus, we hypothesized that 
optoelectrical stimulation of 
photo-responsible nanoweb 
substrates and stem cells 
would promote neuronal 
differentiation by activating 
ion channels and membrane 
depolarization. We 
investigated the expression 
of two types of ion channels 
in hfNSCs on the P3HT 
nanoweb with light 
stimulation. qPCR analysis 
after 7 days of culture 
revealed that the expression 
of SCN1α was upregulated 
in C1V1 ET-ET-transfected 
hfNSCs cultured on 
P3HT-NF substrates with 
exposure to 539 nm green 
light compared to the cells 
cultured on glass or 
P3HT-NF substrates without 
light stimulation (Fig. 6D). In 
addition, the gene expression 
of CACNA1C was enhanced 
in hfNSCs grown on 
P3HT-NF substrates 
stimulated with 539 nm light 
(Fig. 6E). Our previous study 
reported that electrical 
stimulation created by a 
triboelectric nanogenerator 
activates voltage-gated 
calcium channels, increases 
calcium ion influx, and 
promotes ERK1/2 

 

 
Figure 6. Optoelectrical stimulation for improving neuronal differentiation of optogenetically 
engineered hfNSCs on P3HT-NF nanoweb. (A) Green light (539 nm) was applied to hfNSCs transfected with 
C1V1 ET-ET/EYFP plasmids and P3HT substrates for 30 min twice per day (1 Hz). (B) Fluorescence microscopic 
observation to confirm C1V1 ET-ET/EYFP expression in hfNSCs 2 days after transfection, scale bar = 50 μm. qPCR 
analysis to measure the gene expression of (C) neuronal markers (Tuj1 and MAP2), (D) voltage-gated sodium channel 
(SCN1α), and (E) voltage-gated calcium channel (CACNA1C) in hfNSCs on each substrate after 7 days in culture (n = 
3). The expression of target genes in each group was normalized to the level of hfNSCs cultured on glass without 
transfection and light stimulation (*; p < 0.05, **; p < 0.01, compared to glass group without C1V1 ET-ET transfection, 
+; p < 0.05, ++; p < 0.01, compared to glass group with C1V1 ET-ET transfection, #; p < 0.05, ##; p < 0.01, compared 
to P3HT-NF group without C1V1 ET-ET transfection, |; p < 0.05, ||; p < 0.01, compared to P3HT-NF group with C1V1 
ET-ET transfection). 
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phosphorylation, eventually promoting neurogenesis 
[34]. Therefore, we predicted that simultaneous 
optoelectrical stimulation of P3HT-NF substrates and 
C1V1 ET-ET-transfected hfNSCs by 539 nm light 
would induce activation of ion channels (sodium and 
calcium channels), membrane depolarization, and 
subsequent signal transduction (e.g., ERK1/2) 
involved in neurogenesis, ultimately leading to the 
promotion of neuronal differentiation and functional 
maturation of hfNSCs. This is the first study to report 
the potential application of optoelectrical stimulation 
for enhanced neurogenesis of human stem cells based 
on photoactive polymer nanotopography. 

Conclusions 
In this study, we developed a photoactive 

polymer nanoweb with nanotopographical features to 
promote focal adhesion development and neuronal 
differentiation of hfNSCs. Photoactive nanoscale 
engineering of the interface between P3HT substrates 
and stem cells induced simultaneous activation of 
focal adhesion signals and electrical ion transport in 
hfNSCs, resulting in enhanced hfNSC neurogenesis. 
Indeed, a photocurrent generated by green light (539 
nm) on the P3HT substrates with nanofibrilar 
structures (P3HT-NF) significantly promoted the 
neuronal differentiation and functional maturation of 
hfNSCs. The optoelectrical effect of P3HT-NF 
nanoweb on stem cell neurogenesis was further 
increased by nonviral optogenetic engineering of 
hfNSCs with the ChR plasmid, likely through the 
activation of voltage-gated ion channels for 
neurogenesis. This new strategy based on 
photoelectric systems with solar cell substrates and 
optogenetic tools provides a highly biocompatible 
and efficient method for enhancing stem cell 
neurogenesis. We suggest a proof of concept that 
optoelectrical technologies are potentially valuable 
engineering tools for stem cell therapy and 
regenerative medicine. 
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