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Abstract 

Although various noble metal and semiconducting molecules have been developed as 
photoacoustic (PA) agents, the use of semiconducting polymer-metal nanoparticle hybrid materials 
to enhance PA signal has not been explored. A novel semiconducting-plasmonic nanovesicle was 
fabricated by self-assembly of semiconducting poly(perylene diimide) (PPDI) and poly(ethylene 
glycol (PEG) tethered gold nanoparticles (Au@PPDI/PEG). A highly localized and strongly 
enhanced electromagnetic (EM) field is distributed between adjacent gold nanoparticles in the 
vesicular shell, where the absorbing collapsed PPDI is present. Significantly, the EM field in turn 
enhances the light absorption efficiency of PPDI, leading to a much greater photothermal effect and 
a stronger photoacoustic signal compared to PDI nanoparticle or gold nanovesicle alone. The 
optical property of the hybrid vesicle can be further tailored by controlling the ratio of PPDI and 
gold nanoparticle as well as the adjustable interparticle distance of gold nanoparticles localized in 
the vesicular shell. In vivo imaging and therapeutic evaluation demonstrated that the hybrid vesicle 
is an excellent probe for cancer theranostics. 

Key words: perylene diimide, gold nanoparticle, vesicle, semiconducting-plasmonic coupling, photoacoustic 
imaging. 

Introduction 
With the rapid development of photoacoustic 

(PA) imaging technology, more sensitive and efficient 
PA contrast agents are urgently needed to provide 
sufficiently high contrast-to-noise ratio (CNR) to 
enable high-resolution PA imaging.[1-5] To acquire a 
PA image of tumor with high CNR, the near infrared 
(NIR) PA probes should exhibit strong NIR 
absorption and high photothermal conversion 
efficiency.[6-8] Semiconducting molecules including 
small molecules and polymers, such as perylene 
diimide (PDI) [9, 10] and polypyrrole [11], have been 
widely investigated as PA and photothermal agents, 

due to their high light absorption efficiency and 
absorption spectra in the NIR region.[12, 13] In 
comparison with commonly studied organic PA 
probes such as indocyanine green and methylene 
blue, and inorganic PA probes such as carbon 
nanotube (CNT) and reduced graphene oxide (rGO), 
etc.,[14-16] semiconducting molecules exhibit stronger 
absorption in the NIR region, higher photothermal 
conversion efficiency, outstanding stability against 
harsh environments,[17] and lower incidence of 
biological side effects.[9, 18] More importantly, PDI 
semiconducting polymer in nanoparticle form can 
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further increase its light absorption efficiency by 
several orders of magnitude when compared to the 
dispersed molecules, leading to greatly enhanced PA 
signal.[9] We have previously demonstrated that the 
PDI nanoparticles could be used as a PA contrast 
agent for bioimaging of tumor and vital organs, such 
as the mouse brain.[9] 

Plasmonic metal nanoparticles with unique 
optical properties known as localized surface plasmon 
resonance (LSPR) are of considerable interest for its 
use in bioimaging, biosensing, and surface enhanced 
Raman spectroscopy.[19-23] The electromagnetic 
(EM) field generated from the metal surface can be 
greatly amplified by decreased distances of 
interparticle junctions in plasmonic assemblies, which 
are known as “hot spots”.[24-28] We previously 
reported that, plasmonic coupling between gold 
nanoparticles (AuNPs) can enhance the light 
absorption efficiency of the carbon nanomaterials, 
such as CNT and rGO, leading to enhanced efficiency 
in PA and photothermal properties.[29-31] Plasmonic 
vesicles assembled from AuNPs also exhibit strong 
EM field between nanoparticles due to the 
interparticle plasmonic coupling, which allows 
effective PA imaging and SERS sensing.[32] In 
another example, rGO was encapsulated in the 
plasmonic vesicle cavity to greatly enhance its PA 
signal.[31] More recently, Le Ru. et al. reported that 
the shift and broaden of the small molecular 
resonances when it was absorbed on metal 
nanoparticle surface, revealing the enhanced optical 
absorption of the organic dyes (such as Crystal Violet, 
Rhodamine 6G and Nile Blue) in contact with the 
metal nanocrystals.[33] However, little is known 
about the effects of the EM field arising from 

plasmonic coupling on the photothermal and PA 
effects of semiconducting molecules/polymers.[34, 
35] 

Herein, we report a novel semiconducting- 
plasmonic vesicle assembled from amphiphilic gold 
nanoparticles grafted with high density poly(perylene 
diimide) (PPDI) and poly(ethylene glycol) (PEG) 
(Au@PPDI/PEG) (Figure 1). The hybrid nanovesicle 
with tuneable size and LSPR could be facilely 
obtained by self-assembly of Au@PPDI/PEG through 
our previously reported thin film-rehydration 
method.[36, 37] As shown in Figure 1, in the hybrid 
vesicle, collapsed hydrophobic PPDI and AuNPs form 
the vesicular shell, where PPDI is localized between 
adjacent AuNPs via π-π stacking. The plasmonic 
coupling between AuNPs in the vesicular structure 
red shifts the maximum absorption to 700 nm, which 
is co-localized with the absorption maximum of the 
PPDI shell. Upon NIR laser irradiation, interparticle 
plasmonic coupling of AuNPs not only increases the 
light absorption efficiency of the AuNPs, but also 
serves as local nanoantennae to enhance the optical 
energy absorption of the PPDI shell at its absorption 
maximum.[36, 37] As a result, the PA signal of the 
Au@PPDI/PEG vesicle is about 3.5-fold higher than 
that of a mixture of PDI NPs and Au vesicles. The 
enhancement of PA signal of the hybrid vesicle was 
confirmed by simulating the optical spectra and 
near-field distribution with the discrete dipole 
approximation (DDA) using the DDSCAT 7.3 
program. In vivo experimental results demonstrated 
that the hybrid vesicle is an excellent candidate as 
both PA imaging probe and photothermal agent for 
cancer theranostics.[30, 38] 

 

 
Figure 1. Schematic illustration of the semiconducting-plasmonic vesicle of gold nanoparticle coated with PPDI and PEG. The strong electromagnetic field in the 
vesicular shell is due to interparticle plasmonic coupling, leading to enhanced optical property. 
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Results and discussion  
To prepare hybrid semiconducting-plasmonic 

vesicles, the PPDI with thiol end group was first 
synthesized. PDI monomer was synthesized by 
introducing two pyrrolidines in its bay position to 
promote NIR absorption, which shows an asymmetric 
structure with a long alkyl chain and amine for 
exchange with the polymer precursor (Scheme S1, 
Supporting Information). The successful synthesis of 
amine functionalized PDI monomer was confirmed 
by 1H NMR, 13C NMR, and MALDI-TOF (Figure 
S1-S9, Supporting Information). To synthesize 
non-conjugated polymer containing sufficient PDI 
pendants, post-polymerization modification method 
was introduced for polymerization of PDI (Scheme S2, 
Supporting Information). Poly(pentafluorophenyl 
acrylate) (PPFPMA) was synthesized as a precursor to 
conjugate PDI (Figure S10-11, Supporting 
Information). The copolymer precursor (Mn = 10.9 
KDa) was synthesized with styrene and PPFPMA 
monomer acting as an activated ester by atom transfer 
radical polymerization (ATRP) with 2,2’-dithiobis[1- 
(2-bromo-2-methylpropionyloxy)]ethane (DTBE) as 
an initiator. This disulfide derivative can form 
covalent Au-S bonds to conjugate with the AuNP 
surface. For the copolymer precursor, PPFPMA can be 
replaced by functional groups containing amine, thus 
amine based PDI pendants linked to the 
non-conjugated copolymer precursor can be formed 
by transesterification between amine PDI and 
PPFPMA in THF by refluxing for three days. This 
yields a replacement efficiency of up to 90%. The 
obtained PPDI has ~25 PDIs in one polymer chain, 
calculated from PDI to PS ratio (5:8), and molecular 
weight (Mn = 33.1 KDa) of the polymer is derived 
through 1H NMR and GPC data (Figure S12 and S13, 
Supporting Information). 

 Amphiphilic semiconducting-plasmonic 
Au@PPDI/PEG was further prepared by mixing citric 
acid capped AuNP (~15 nm in diameter) and the 
mixture of PDI and PEG in DMF. Three different 
kinds of Au@PDDI/PEG with PPDI to PEG ratios of 
1:1, 2:1, and 3:1 were prepared, which were calculated 
by 1H NMR (Figure S14, Supporting Information). For 
the Au@PPDI/PEG with PPDI to PEG ratios of 3:1, the 
number of PPDI and PEG attached onto AuNP are 150 
and 50, respectively, calculated by TGA results of 
Au@PPDI/PEG (Figure S15, Supporting Information), 
resulting in 3750 PDI molecules per AuNP. Successful 
attachment of PPDI onto AuNPs was verified by 
comparing the UV-vis spectra of the vesicle to the 
AuNP and PDI polymer (Figure 2a). The UV-vis 
spectrum of PDI has two spectral features with the 
fingerprint band at 700 nm and the vibronic 

progression peak at 650 nm. In the presence of strong 
π-π stacking among PDIs, the intensity of the vibronic 
progression peak at 650 nm will be stronger than that 
of the fingerprint band at 700 nm. Thus, the relative 
intensity of the absorption peaks at 650 and 700 nm in 
UV-vis spectra can be used to monitor the extent of 
π-π stacking. As shown in Figure 2a, Au@PPDI/PEG 
exhibited significantly enhanced absorption intensity 
at 650 nm relative to PDI polymer alone and the 
broadened peak from the mixture of PDI and AuNPs, 
presumably due to effective π-π interactions between 
PPDIs on the AuNP surface. Moreover, 
Au@PPDI/PEG were purple colored, which was 
different from PPDI with green colour and AuNPs 
with red colour, suggesting that PPDIs were attached 
to AuNPs (Figure 2b).  

The hybrid vesicles were first prepared by 
self-assembly of Au@PPDI/PEG with the PPDI to 
PEG ratios of 3:1 using the thin film-rehydration 
method as we previously reported.[36, 37] The 
contrast difference between the interior and the shell 
in the transmission electron microscopy (TEM) image 
of the vesicles confirmed the characteristically hollow 
nanostructures (Figure 2c). SEM image showed the 
morphology of vesicles and closely assembled AuNPs 
in the vesicular shell, further confirming the hollow 
structure (Figure 2d). Dynamic light scattering (DLS) 
profiles reveal that the size of obtained hybrid vesicle 
is 95 ± 10 nm (Figure S16, Supporting Information). 
The close attachment of AuNPs in the vesicular shell 
leads to strong interparticle plasmonic coupling, as 
evidenced by the significant red-shifted spectral 
profile and broadened absorption peaks (Figure 2a). 
The as-prepared hybrid vesicles showed brown 
colour due to the coupling between the AuNPs 
(Figure 2b).[31] The LSPR of the vesicle of 
Au@PPDI/PEG with PPDI to PEG ratio of 3 matched 
well with the absorption peak of PPDI at 700 nm. 

The photothermal effect and PA performance of 
Au@PPDI/PEG vesicles illuminated with a 700 nm 
laser were further examined. As control experiments, 
we used PMMA without absorption in the NIR region 
to replace PPDI and prepared Au@PMMA/PEG 
nanovesicles. PDI nanoparticles were also prepared 
(see supporting information for preparation method). 
Upon NIR laser irradiation, the hybrid vesicle 
exhibited an enhanced photothermal effect when 
compared to the mixture of PDI NP and 
Au@PMMA/PEG vesicles (Figure S17, Supporting 
Information). Furthermore, PA signal of the hybrid 
vesicle is higher than the mixture, as displayed in 
Figure 3a, b. The PA amplitudes of all the samples in 
aqueous solution increased linearly with increasing 
optical density at 700 nm (OD700) (Figure 3c). At OD700 
= 1, the PA intensity of AuNP@PPDI/PEG vesicles 
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was over 3.5 times higher than that observed in the 
mixture of PDI NPs and Au@PMMA/PEG vesicles, 
about 2.5 times higher than that observed for 
Au@PMMA/PEG vesicles, and over 10 times higher 

than the PDI NPs, as shown in Figure 3d. The strong 
enhancement was a result of EM hotspots in 
Au@PPDI/PEG vesicles. 

 

 
Figure 2. (a) UV-vis spectra of the Au NPs in water, PPDI and Au@PPDI/PEG in chloroform, and the Au@PPDI/PEG vesicles in water. (b) Photographs of the 
samples in water. TEM (c) and SEM (d) images of Au@PPDI/PEG vesicles. 

 
Figure 3. PA images of (a) Au@PPDI/PEG vesicle and (b) the mixture of Au@PMMA/PEGvesicles and PDI NPs aqueous solutions, (c) PA amplitudes of the samples 
in aqueous solution as a function of OD700 value. (d) PA amplitudes of the samples at the OD700 value is 1.0. 
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To systematically investigate the relationship 
between the intensity of EM field and PA signal 
enhancement, we further prepared three types of 
Au@PPDI/PEG vesicles with average interparticle 
distances of about 1, 2, and 3 nm by self-assembly of 
Au@PPDI/PEG with different PPDI to PEG ratios of 
1:1, 2:1 and 3:1, respectively. From the TEM images 
(Figure 4a-c), we can clearly observe and measure the 
interparticle distance between AuNPs of the three 
kinds of vesicles, which increased with increasing 
ratio of PPDI to PEG attached on AuNP surface. The 
maximum absorption peak of the vesicle red shifted 
with decreasing ratio of PPDI to PEG (Figure 4d). PA 
signal of the hybrid vesicles decreased with increasing 
interparticle distance, due to the reduced plasmonic 
coupling and EM field (Figure 4e).[20, 39, 40] The 
strongest PA signal of the hybrid vesicle was 
observed when the interparticle distance was ~1 nm, 
which is consistent with the greatest EM filed in the 1 
nm gap of nanogapped AuNPs.[21, 41] 

The optical spectra and near-field distribution of 
the hybrid vesicles were further calculated under the 
DDA method using the DDSCAT 7.3 program.[30] 
The vesicle is composed of 501 solid Au nanospheres 
with a diameter of 15 nm (Figure 5a). The vesicle has a 
diameter of 200 nm and is hollow inside. The distance 
between the nanosphere ranges from 0.7 to 1.0 nm. 

The overall target is composed of 301647 dipole 
moments. The AuNPs are modelled by the complex 
dielectric response function of bulk Au and the vesicle 
assembly is submerged in a continuous medium with 
a dielectric constant of 1.33, which corresponds to 
liquid water.  

The optical cross sections were averaged over 
two orthogonal polarization directions of the incident 
light. The optical efficiency, Q, is reported as the ratio 
of the respective optical cross section to π · 𝑎𝑎𝑎𝑎𝑎𝑎𝑎𝑎2  , 
where the effective radius, aeff, is defined as the radius 
of a sphere whose volume is the same as the 501 
AuNPs. The vesicle has a broad extinction peak at 
~640 nm, which is the sum of a relatively strong 
absorption peak at ~610 nm and a weak, but very 
broad band across 600 to 900 nm due to scattering. 
The “hot spots” (Figure 5b,c) and near-field 
distribution (Figure 5d) of the vesicle was calculated 
at the incident wavelength of 700 nm. Figure 5b,c 
shows the distribution of hot spots, which is defined 
as places with near-field enhancement of a factor of 
five or larger relative to the incident. The near-field 
intensity of the vesicle in the x-y plane was plotted in 
Figure 5e. Between these assembled AuNPs in the 
vesicle, the field enhancement could be as much as 20 
times larger than that of the incident. 

 

 
Figure 4. TEM images of the Au@PPDI/PEG vesicles with the interparticle distances of ~1 nm (a), ~2 nm (b) and ~3 nm (c). (d) UV-vis spectra of the Au@PPDI/PEG 
vesicles with the interparticle distances of 1 nm (red line), 2 nm (blue line) and 3:1 (green line). (e) PA amplitude of the vesicle with different interparticle distance. 



 Theranostics 2017, Vol. 7, Issue 8 
 

 
http://www.thno.org 

2182 

 
Figure 5. Optical efficiency and near-field distribution of the vesicle calculated using the discrete dipole approximation. A 3D model of the vesicle (a), representation 
of the hot spots (red) (b) and overlaid image (c) with local field enhancement of a factor of five or larger at the incident wavelength of 700 nm. The Au nanospheres 
are shown in yellow. (d) Near-field distribution in a x-y cross-section close to the center of the vesicle at the incident wavelength of 700 nm. Only electric field 
strength is shown. (e) The optical efficiency of the vesicle shown in its extinction (black), absorption (red), and scattering (blue) spectra. 

 
 PA imaging, as an emerging imaging approach, 

enables multiscale high special and deep resolution 
imaging of tissue and biological structures. 
Encouraged by the enhanced PA signal of the 
Au@PPDI/PEG vesicles, we investigated the 
capability of the vesicles as a theranostic agent by 
using U87MG tumor-bearing mice. 200 μL of vesicles 
in PBS (0.5 mg/mL) were intravenously injected into 
mice with tumor volume about ∼60 mm3 for PA 
images, which was recorded over time by pulsed laser 
excitation at 700 nm. Compared with preinjection, the 
PA signal in the tumor region increased over time, 
and reached maximum plateau at ~30 h postinjection 
(Figure 6a, b). The strong 3D PA signal showed even 
distribution of the vesicles in the tumor, which is 
consistent with the ultrasound image (Figure 6a). As a 
control experiment, Au@PMMA/PEG vesicles with a 
similar size to hybrid vesicles were also tested. At 24 h 
postinjection, the intensity in the tumor region of the 
mice treated with Au@PPDI/PEG vesicles was 2.2 
times higher than that of the Au@PMMA/PEG 
vesicles (Figure 6b). These results suggest that 
Au@PPDI/PEG vesicles can act as an excellent PA 
imaging probe for 3D signal reconstruction of the 
tumor, which clearly delineates that the PA signals are 
detectable both inside and outside of the blood vessels 
of tumor, and provides detailed information in tumor 
sections, such as size, shape and extent of the 
neovascularization (Figure 6a).[42, 43] The PA spectra 
of the vesicles in the tumor region are similar to the 
absorption spectra of the sample in solution (Figure 
6c).  

We further employed the hybrid vesicle for in 
vivo photothermal therapy (PTT). Consistent with the 
high tumor accumulation and photothermal effect of 
the hybrid vesicles, excellent PTT effect was observed 
in the tumor area as indicated by the infrared image of 
the tumor-bearing mice (Figure 7a). After laser 
irradiation of the tumor region at 30 h postinjection, 
the tumor temperature reached 80 °C (Figure 7b) after 
irradiation with NIR lasr at 0.3 W/cm2 for 5 min, 
which is sufficient to kill all cancer cells. However, the 
average temperature of the tumor treated with the 
mixture of PDI NPs and Au@PEG/PMMA vesicles 
only reached ~50 °C. Tumor growth was completely 
suppressed in the group treated with Au@PPDI/PEG 
vesicle and laser irradiation, in contrast with 
continued tumor growth in the control groups (Figure 
7c). The novel hybrid vesicles were capable of highly 
efficient hyperthermia in the tumor region using laser 
at a very low power density. Hematoxylin and eosin 
(H&E) staining was further employed to study the 
tumor tissues through pathological examination 
(Figure 7d). The cancer cells of the hybrid vesicle 
treated group showed obviously higher 
extermination, such as nuclear damage and shrinking 
of the cells (fragmentized and pyknotic nuclei), in 
comparison with the control groups.[44] No 
morphology loss or structural destruction of the cells 
was found in only vesicle treated mice. The change of 
body weight was also negligible by various 
treatments (Figure S18), indicating the photothermal 
therapy by the hybrid vesicle is biocompatible. 
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Figure 6. (a) In vivo ultrasound and PA 2D and 3D images before and after intravenous injection of Au@PPDI/PEG vesicle.(Scale bar: 1 mm) (b) PA signal variation 
in the tumor with time and (c) PA spectra of the vesicle in the tumor region after intravenous injection of the vesicles. 

 
Figure 7. Thermographic images (a) and average temperature variation (b) of the tumor region exposed with NIR laser. Relative tumor growth curves (c) and images 
of H&E stained tumor sections (d) of the tumor-bearing mice after injecting the samples intravenously and irradiated with the NIR laser. Tumor volumes were 
normalized to their initial sizes. 
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Conclusions 
In summary, we developed a novel 

semiconducting-plasmonic Au@PPDI/PEG vesicle 
with strong NIR absorption and greatly enhanced PA 
performance. The plasmonic coupling of the AuNPs 
in the vesicle enhances the light absorption efficiency 
and PA signal of PPDI. It was demonstrated that the 
PA signal of the Au@PPDI/PEG vesicle is about 3.5 
times higher than that of the simple mixture of PDI 
NPs and Au vesicles. The enhanced EM field 
distribution of the semiconducting-plasmonic vesicle 
was confirmed by computer simulation. This new 
type of vesicular assembly demonstrates an original 
approach to tune the optical interaction between 
semiconducting polymers and metal nanoparticles. 
Our results verified that the hybrid vesicle with 
enhanced photothermal efficiency can serves as 
excellent PA probe for tumor imaging with high 
resolution and effective photothermal therapy of 
cancer. 

Supplementary Material  
Synthesis scheme, 1H NMR, 13C NMR, GPC, and 
MALDI-TOF mass of the PDI molecules and 
polymers, TGA, DLS, Thermographic images and 
mice body weight changes.  
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